
ZATWIERDZENI DOSTAWCY PROCESÓW SPECJALNYCH - PROGRAM M28 

APPROVED SOURCE LIST FOR SPECIAL PROCESSES - PROGRAM M28 

 
  KOD SAP NAZWA DOSTAWCY PROCES SPECJALNY 

SAP CODE SUPPLIER NAME SPECIAL PROCESS 

   

   

651099 
Z.P.H. Hurtownia Części Zamiennych - Jan 

Tarapata Process name 

 
39-332 Tuszów Narodowy 3   INDUCTION ANNEALING 

 
39-300 Mielec  

 

   650842 Instytut Mechaniki Precyzyjnej Process name 

 
ul. Duchnicka 3 THERMAL OXIDATION 

 
01-796 Warszawa NITRIDING OF STAINLESS STEEL PARTS 

   
650131 

MAGELLAN AEROSPACE (POLSKA) Sp. z 
o.o.  Process name 

 
ul. Wojska Polskiego 3 DEHYDROGENATION 

 
39-300 Mielec SURFACE TREATMENT OF STEEL. PASSIVATION 

  
ELECTROLYTIC NICKEL PLATING 

  

 
ELECTROLYTIC COPPER PLATING  

  

OXIDE FILMS ON STEEL AND CAST IRON.  
OXIDATION (BLACK OXIDE TREATMENT) OF STEEL AND CAST IRON 

  
ETCHING OF STEEL, COPPER AND COPPER ALLOYS 

  
DECORATIVE CHROMIUM PLATING 

  
BLACK CHROMIUM PLATING 

  
PHOSPHATE COATING OXIDATION (BARIUM-ZINC) 

  
HYDROPHOBIZATION 

  
CADMIUM PLATING OF STEEL, COPPER AND COPPER ALLOYS PARTS 

  
LOW CYANOGEN CADMIUM PLATING OF HIGHT STRENGHT STEEL 

  
ZINC PLATING OF STEEL, COPPER AND COPPER ALLOYS 

  
ALKALINE ELECTRO-TINNING  

  
ELECTROLYTIC POLISHING OF STEEL AND NICKEL 

  

ETCHING OF TITANIUM. ETCHING OF TITANIUM FORGINGS WITH 
MACHINING ALLOWANCE MIN. 3 MM (ON EVERY SURFACE) 

  

ETCHING OF TITANIUM. ETCHING OF TITANIUM DROP FORGINGS 
WITH 0,5 MM ALLOWANCE   

  

ETCHING OF TITANIUM. ETCHING OF TITANIUM SHEETS AFTER 
FORMING AND PARTIAL ANNEALING 

  

ETCHING OF TITANIUM. ETCHING OF TITANIUM SHEETS AFTER HOT 
FORMING  

  

ETCHING OF TITANIUM. ETCHING OF TITANIUM PARTS BEFORE 
WELDING, AFTER WELDING AND ANNEALING 

 



  

ETCHING OF TITANIUM.  
ETCHING OF TITANIUM PARTS FOR BONDING  

  

OXIDE FILMS ON MAGNESIUM ALLOYS  
(DICHROMATE TREATMENT) 

  

CHEMICAL OXIDE FILMS ON BRASS. BLACK OXIDE TREATMENT OF 
BRASS 

  
PHOSPHATE ZINC COATING  

  
TECHNICAL CHROMIUM PLATING 

  
LEAKPROOF TECHNICAL CHROMIUM PLATING. 

  
CHROMIUM PLATING OF TITANIUM ALLOYS 

  

ETCHING AND REMOVING OF SCALE.  
PASSIVATION BY SPRAYING.  

  
CHEMICAL NICKEL PLATING OF TITANIUM ALLOYS 

  
CHEMICAL NICKEL PLATING OF COPPER AND COPPER ALLOYS 

  
COPPER PLATING OF TITANIUM ALLOYS 

  
PASSIVATION OF COPPER AND COPPER ALLOYS 

  
MAGNETIC INSPECTION  

  

DETECTION OF GRINDING BURNS BY MEANS OF ETCHING METHOD 

  
SULPHURIC ANODISING OF ALUMINIUM AND ALUMINIUM ALLOYS 

  
ALODINE TREATMENT OF ALUMINUM AND ALUMINUM ALLOYS 

   

   

  
Process name 

651380 Instytut Tele - i Radiotechniczny ELECTRON BEAM WELDING 

 
ul. Ratuszowa 11 

 

 
03-450 Warszawa 

 

   

  
Process name 

650056 WSK PZL Kalisz S.A. CARBURIZING;NITIRIDING 

 
ul. Częstochowska 140 

 

 
62-800 Kalisz 

 
 

 
    
    

    

    
    

 

   

    

    
    
    

    

    

    
    

 



   

    

    

 
   

 

   

    

    

    

    

    

    

   

   

    

    

 

   

 
   

 
   

 
   

 
   

 
   

 
   

    

   

    

    

    

    

   

    

   

    

    

    

    

   

   

 



   
    

    

    
    
    
    

    

    

    
 

 

 

   

   

   

   

   

   

   

   

   

   

   

   

   

   

   

   

   

   

  
 

   

   

   

   

   

  
 

  
 

  
 

   

   



  

 

  

 

  

 

  
 

  

 

  
 

  
 

  
 

   

   

   

   

  
 

   

   

   

   

   

  
 

   

   

   

   

   

   

   

   

   

   

   

   

 


